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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 5169977251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environmental Tuesday, October 22, 1996
11550 Newcastle Ave. #250
Baton Rouge. LA 70816 Ref Number: TX962528

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WB101901GR 547 v | Brown Teased 2% Chrysotile 98% Other
Non-Fibrous < 1% Amosite )
Homogeneous < 1% Crocidolite
WB101902GR 569 Y Brown " Teased ~ 2%Chrysotite ' 98% Other
w Non-Fibrous j < 1% Amosite
| Homogeneous ‘ < 1% Crocidolite
i | ‘

Jo //9

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

iy , ‘
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tites and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL.. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. Alt "NVLAP" reports with NVLAP loga must contain at least one signature to be valid. Laboratory

is not responsibie for the accuracy of results when requested to physically separate and analyze layered samples.




INVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

CHAIN OF CUSTODY RECORD. ——

REGION 6

First International Bidg., 1201 Elm St.

Dallas, Texas 75270
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 4155705401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, October 23, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962537

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTQOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
90 ByT3 Y Tan Teased "< 1% Chrysotile ' 100% Other
Non-Fibrous < 1% Amosite
Homogeneous
91 e YT/ Tan Teased " < 1% Chrysotile 100% Other
Non-Fibrous ‘ < 1% Amosite
Homogeneous

ID/L‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst Signatory

Approved

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to ¢laim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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ENVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

CHAIN OF CUSTODY RECORD. \7T

942537

First International Bidg., 1201 Elm St.

REGION 6

Dallas, Texas 75270
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060 ] | esttand, ﬁm
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b-0428P0, lr 065279
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N
(729

Relipquished by: (Signature) atg / Time )cewed by: /S:gnature)/o/u/’c Relinquished by: (Signature) Date / Time Received by: (Signature)
Ot Lgf%m DL
Relinquished byV(S/gnaéure) l Date /Time Recelved by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature)
: JQW (022%
Relinquished by: (Signature) Date / Time |Received for Laboratory by: Date /Time Remarks v
| aubsl] g 117207 27/

Distribution: Qriginal Accompanies Shipment; Copy to Coordinator Field Files




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
609.858-4300 9089810550 5169977251 212:290.0052 203-233.9007 3136686810 4155705401 404:333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Friday, October 25, 1996
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962600
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS102301IMA 4 =4y Tan Crushed 2% Chrysotile 98% Other
f %% Non-Fibrous < 1% Amosite
‘Homogeneous
WBS102302MA . 2.5 o, Tan Teased 10% Chrysotile 90% Other
o Non-Fibrous < 1% Amosite
Homogeneous
WBS102303MA  , 2., “Tan Crushed 2% Chrysotile 98% Other
J Non-Fibrous < 1% Amosite
Homogeneous
WBS102304MA 45y, Tan Crushed 2% Chrysotile 98% Other
o Non-Fibrous < 1% Amosite
Homogeneous
WBS102305MA & £ v/ Tan Crushed 2% Chrysotile 98% Other
, Non-Fibrous < 1% Amosite
Homogeneous
WBS1023!§AA AS32 Y ‘Tan ‘Crushed 5% Chrysotile 95% Other
A7 s Non-Fibrous < 1% Amosite
6 Homogeneous
P geat’

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

P

N

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestas in a small percentage of samples which contain asbestos. Thus negative PLM results cannat be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP loge must contain at least ane signature to be valid. Labaratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, October 25, 1996
11550 Newcastle Ave. #250
Baion Rouge, LA 70816 Ref Number: TX962600

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBSTOZTMA s Brown Crushed None Detected 100% Other
& k1 Non-Fibrous
Homogeneous '
WBS1023J8MA <93 ‘Brown Crushed < 1% Ghrysotile 100% Other
7 k3 Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas ' Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Office of Enforcement

W?@%w REGION 6

First International Bldg., 1201 Elm St.
Dallas, Texas 75270

CHAIN OF CUSTODY RECORm
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, 6GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-95007 313-663-6810 4155705401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, October 28, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962616

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

192y SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS102401-G Brown Teased 6% Chrysotile 2% Glass 92% Other
Non-Fibrous
Homogeneous
WBS102402-G Brown Teased < 1% Chrysotile 100% Other
Non-Fibrous < 1% Amosite
Homogeneous
WBS102403-G Brown Teased <1% Chwééfiié 100% Other
Non-Fibrous
Homogeneous
WBS102404-M Brown Teased 2°/roiéhrysotile 4 98% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

A%

Carlos D. Salinas o
Analyst

proved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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| =NVIRONMENTAL PROTECTION AGENCY 2 49 REGION 6

t Office of Enforcement _ TK 7@ / First International Bldg., 1201 Elm St.
! CHAIN OF CUSTODY RECORD Dallas, Texas 75270
PROJ.NO. |PROJECT NAME

02060/ | WesT BANK ASBHERTRS No.

090 N AD
SAMPLERS: (Signature) oF {\/\ V’Q j)
Zf@&;/)é(/ {W SAE REMARKS

Y
. L \»
T:ﬁzas < Q‘y g'
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WBS e olad [T X v b-602142 '
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54 mA|lofz| 72t X 1/ 6-00IHS | (-002/96

|

|

_Relingiished by: (Signature) / Time Received by: (Signature) Relinquished by: (Signature) Date / Time | Received by: (Signature)
M%‘” “’/”'f W 075% 74
Re’lianiShed o ’9"37") Date /Tlme Received by: Signature) Reilinguished by: (Signature) Date / Time Received by: (Signature)
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Distribution: Original Accompanies Shipment; Copy to Coordinator Fie = Files f 7 27 55'?(( %0 4‘.'

~ 4N Ty -



Westmont, NJ Piscataway, NJ  Carle Place, NY ~ Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
609-858-4300 9089810550 5169977251 212-290-0052 2032339007 3136686810 415570-5401 4043336066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, October 29, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962626
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
(0/75 SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1025-01MA yy(-dyz v Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
WBS1025-02MA &2 ¥ Brown Teased 2% Chrysotile 98% Other
Non-Fibrous < 1% Amosite
Homogeneous
WBS1025-03MA (- 4Y7. v" Tan Teased 2% Chrysotile 98% Other
Non-Fibrous < 1% Amosite
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

e

///// s

/V'Ao - /;&'wr"’"
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY
Region 6

OFFICIAL

CHAIN OF CUSTODY RECORD

= k REGION 6
W 7)( 96 Qé? 1445 Ross Avenue, Suite 1200

Dallas, Texas 75202-2733

Green to Report; Yellow Returns with Warrant

PROJ. NO. PROJECT NAME
BESTOS
02060 |wesTRANE AS
SAMPLERS: {S/gnarure) ) o
W Con. REMARKS
" o | a TAINERS \/
sTA.NO. | DATE | TiIME | 2 | & STATION LOCATIO «/ /7
o |0
Wo
S ofas | 14S” X (a Oé2 19/
e
5025 lofas| 1648 X v/ —002192.
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joo
-
Rnlmqulshed by: (Stgnarur Date / Time Received by: (Signature) Relinquished by : (Signature) Date / Time Received by: (Signature)
) -~
V\kf M (0 (2571735 % lons.s. [
Relinquished by: (Signaturs) Date /Time |Received by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature)
Relinquished by: (Signature) Date / Time |Received for Laboratory by Date /Time Remarks
(Signature) )\)OTE ‘726_! H(Z_ T(_)e /L)MOC)UA
Shipped by: Airbill Number: 55? ;L
Distribution: White Accompanies Shipment; Pink to Coordinator ~ield Files; '41'6&/['{” / 7£ 7 7 j
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, NC X
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Gr 0,

609-858-4800 908-981-0550 516-997.7251 212-280-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, October 29, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962627

' POLARIZED uéi-iTlicéogéoﬁY (/ﬁfp;ln)
Project: 020601 WESTBANK ASBESTOS

1ofr6 SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
\WBS1026-01MA 447 Vtan  lteased | 2%Chrysotie | 98% Other
| Non-Fibrous | | <1% Amosite |
-Homogeneous ‘ | |
: | N o o o
WBS1026-02MA' yyy  Y[tan  [Teased | 5% Chrysotile : 95% Other
| ‘ Non-Fibrous ‘ ‘ < 1% Amosite |
IHomogeneous
| . .
WBS1026-03MA. (174 7 Brown ' Teased  2%Chrysotle | 98% Other
| Non-Fibrous ‘ | < 1% Amosite
Homogeneous |
|
WBS1026-04MA {44 ¥ Tan iTeased | <1%Chysotie | o "100% Other
} Non-Fibrous ‘ :
Homogeneous ; |
| | J B _
WBS1026-05MA -1/ v Tan Teased ' < 1% Chrysotile o 100% Other
i Non-Fibrous | 1
| Homogeneous ‘ ‘ 1
: 1 3 ! B
WBS1026.06MA  (qd Y Tan T | <cmuone | T o%omer
INon-Fibrous ‘ < 1% Amosite ‘
! |

| Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

—f —
pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

U 207

CHAIN OF CUSTODY RECORD

REGION 6

First International Bidg., 1201 Eim St.

Dallas, Texas 75270

4PiiJ4Nf/ O et ATk ASBESTDS -
SAMPLERS: (Signature) {
Ctrertn G HoolQeo L -
, o | B/ TAINERS {l\/\/‘(&\‘
T4 NO. | DATE | TIME § g STATION LOCATION /\<// Q &c,#
5| I >~ V| v 022 937, 0O
R \ v L0003
Ao X f i l0o212/
/14y | N L | |V b0 (A2
“ ol 1340 )] | v R Y,
L] o X 2 v (02002 (05 (=002]277

H7J>nquished by: (Signature) Date / Time | Received by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signatun?o ?Q
/. It g, 035
[ttt & flt A o Lf 55 iSorto ' 730
Relinguished by: (Signature} Date /Time |Received by: (Signature) Relinquished by: (Signature) Date / Time Relleived by .U(Slgnarwe/
hmquﬁns;wed by: {Signature) Date /Time |Received for Laboratory by: Date /Time Remarks )
(Signature) LQ&( /—/7Q 72) Q//\)/"fco > y4

Distribution: Original "Accompanies Shipment; Copy to Coordinator Field Files
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Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

Piscataway, NJ Carle Place, NY Manbattan, NY
Westmont, NJ Y, 35

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487

Ecology & Environment, Inc. Wednesday, October 30, 1996

11550 Newcastle Ave. #250

Baton Rouge, LA 70816 Ref Number: TX962647

' POLARIZED LIGHT M’iE:Ro?EOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

ASBESTOS NONASBESTOS
10/2 % SAMPLE .
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1028-01GR " VITan Teased 7 <1%Chrysotie 100% Other
| Non-Fibrous i ‘ ‘
Homogeneous ‘
_ : . i _
'WBS1028-02GR /tan Teased 2% Chrysotile : 98% Other
|Non-Fibrous ’ i ‘
"Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

T A ST M - T —
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All “NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




INVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

CHAIN OF CUSTODY RECORD

o 76265

REGION 6

First International Bldg., 1201 Elm St.

Dallas, Texas 75270
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e
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Ppiee; (9537702
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"
baut| /20 1745 Ofu - (027 G4%
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Relinquished by: (Signature) Date / Time Received for Laboratory by: Date /Time Remarks 4
(Signature) ‘Q Z/ ; 'Y /ZMAEOUA{D
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Manhattan, NY
212-290-0052

Seattle, WA
203-233-9007

NJ P NJ
609-858-4800 908-981-0550

Carle Place, NY
516-997-7251

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Ann Arhor, MI
313-668-6810

San Mateo, CA
415-570-5401

Smyrna, GA
404-333-6066

Houston, TX
713-686-3635

Greensboro, NC
910-297-1487

Thursday, October 31, 1996

Project: 020601 WESTBANK ASBESTOS

Ref Number: TX262662
ASBESTOS NONASBESTOS
% TYPE % FIBROUS % NONFIBROUS
r,; 1"7/:;7C]rysotilé ”\ o 7 100% Other

SAMPLE
SAMPLE LOCATION APPEARANCE TREATMENT
WBS-1029- :F\fgffz,  Tan |Crushed
01GR .Non-Fibrous i
"Homogeneous !
o _ B N
WBS-1029- 2 592 "'Taﬂ/ © [orushes
02GR } Non-Fibrous i
 Homogeneous ‘
WBS-1029- 1’;6’)3 © Tan  Crushed
03GR ‘Non-Fibrous ‘
'Homogeneous

N ; |

<% Chrysotile

< 1% Cﬁfysotile

| . 100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report refates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

CHAIN OF CUSTODY RECORD T% ?é %é

REGION 6

First International Bldg., 1201 Eim St.

Dallas, Texas 75270

A
C)®

PROJ. NO. PROJECT NAME
02060! |\WesTmol foes7DS
SAMBLERS: (Signature) oF
?M M'/"V( CON- REMARKS
a TAINERS
STa.no | DaTE | Time | 2 % STATION LOCATION
o167 /b/.@ lds | X| | #5722 A ‘/ —00,2/6/9 & —002 150
e Blohg | L2 ) |#572 i (0D 2152
U)ﬂ‘é/a /ob? /700 SL ﬂ573 { v (a-éoa?/b’! .
. \ULZNE -z
[ o ‘
e ol | | A Teack 2449 { 6-662157 2430 4
lma |1s29 [Yosg | K | Tanck # 750 1 V] L-002/56 56l O
ORYo~l .
&;(Dghl)oq'z' lb/?f:i !?YZO ?< /%k'# ({'{? ) . \ _ -/ b- 002(5? 70/0 Q
wele®t | ulog 1°%5, ,)Lﬂ'qd’&j‘(7 - | /| L-po2l/5% 9255 0
ot by |50 | X | Zaapr Y5O N G-002l8S 5258 0
Bl by | e | L e 56 |/ v L-oo2Zlsy (34d L.
Relinguished by: (Signature) Date / Time | Received by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature)
I/ 70 ‘ ~ o, B3y
el et It
Relinquished by: (Signature) Date / Time Received by: (Signature) Relinquished by: (Signature) Date / Time Reccﬂved by: (s/‘gMure)

Relinquished by: {Signature)

Date / Time

Received for Laboratory by:
{Signature)

Date /Time

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

Remarks .Zy f@(/ﬂ\

Aosll & 95939 760

T oen a Lot

S-1°01N0N%8



Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NG Houston, TX
609.858-4800 908 981-0550 516.997-7251 2122900052 203.233-9007 3136686810 4155705401 404:333-6066 910-297-1487 7136863635
Ecology & Environment, Inc. Friday, November 01, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962680
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS1030-01MA Tan o '\Tea;eid” | None Detected 100% Other
-Fibrous i
th Non |
é"‘wd - Homogeneous ! ‘
m | | 7
WBS1030-02MA Tan ‘Teased \ None Detected 7 100% Other
Non-Fibrous ;
b 5/ » | | J
" omogeneous \ |
os
WBS1030-03MA Tan  Teased " < 1% Chrysotile 100% Other
Non-Fibrous ‘ i
 Homogeneous ‘
o b B} }
\WBS1030-04M Tan Teased o <1% Chrysotile 100% Other
M%— . \ Non-Fibrous ‘ |
3/1 Homogeneous ‘
i ;
WBS1030-05M [ Tan Teased < 1% Chrysotile 100% Other
-Non-Fibrous ! }
| Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. Ail "NVLAP" reports with NVLAP fogo must contain at [east one signature to be valid. Laboratory
is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.




INVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

CHAIN OF CUSTODY RECORD

REGION 6

First International Bidg., 1201 Eim St,

TX9626&0

Dallas, Texas 75270

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

" PROJ.NO. |PROJECT NAME
026000 | WeESTRAL fepesizs
SAMPLERS: (Sjgnature) oF
w MM CON- REMARKS
; % 2 TAINERS '
STA NO. | DATE | TIME 8 g STATION LOCI“\T'ON | aﬂ‘% \/o{Un—éé/[/)
r‘%%blo/%o X Fydd l b 0SB
B X # a4 | | 6-602(ST
X250 10po 015 | X + {50 2 S b 662100 60632/ lf
“‘jfﬁqk 16/30 | 16c0| X 7+ H45D ||V L-002/62
SR o e . Fdd) | & |V 00213 fo-t02/64
- X w/go/fc
Aol plao | O | L] apde 5o [ v b-o02l /0 2¥lo
ok 0 | L[« ys6 | v b 00L/6E 1924
ohne tof30 OJI;?:;, 1( “__yso [ 4 (a'OéZ/ei' Qé{b'
wsnn |fofro | e | |X “Tareft 47 [ 4 L-00216F | 977
coma ol | W | L Tauct ¢47 [ v Lpoalbl - 2092
98012 | o[ | 1o Tane & ¢ ( / [ 062(LS 22%¢
Relipquished by: (Signature) ate /Time | Received by: (Signature) c Relinquished by: (Signature) Date / Time Received by: (Signature)
e el S 121 Db |
Relinquished by: (Signatire) Date /Time |Received by (Signature) Relinquished by: (Signature) Date / Time | Received by: (Signature)
Relinquished by: (Signature) Date / Time |Received for Laboratory by: Date /Time Remarks
{Signature)

6—-10106



Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-636-3635
Ecology & Environment, Inc. Monday, November 04, 1996
11550 Newcastie Ave. #250
Bafon Rouge, LA 70816 Ref Number: TX962699

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS 103-1-01- |#448 " tan |Teased | <1%Chrysotile | 100% Other
MA | Non-Fibrous / / < 1% Amosite |

| Homogeneous ‘

R [ T B R

WBS 103-1-02- #448 ~ 'Tan " Teased - ‘ 5% Chrysotilem S 93% Other
MA |Non-Fibrous | ' 2% Amosite

‘Homogeneous | 1

i : |
WBS 103-1-03- #449  |Tan  |Teased 4% Chrysotile 96% Other
MA | -Non-Fibrous 1 | < 1% Amosite ‘

i | |

|Homogeneous !
‘WBS 103-1-04- #449 Ctan Teased | s%cChrysotile 93% Other
MA 'Non-Fibrous ; 2% Amosite 3

 Homogeneous ‘ ‘

I R R i o

WBS 103-1-05- #449 .;Tan - -‘Teased | 4% Chrysotile ! 96% Other
MA f ‘ Non-Fibrous ‘ < 1% Amosite

i Homogeneous
WBS 103-1-06- #449 ITan [Teased " 4% Chrysotile 96% Other
MA ‘Non-Fibrous . < 1% Amosite

i |

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

proved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  CarlePiace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-280-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, November 04, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962699

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS 103-1-07- #441 Tan Teased . <1%Chrysotle 100% Other
MA Non-Fibrous ‘ < 1% Amosite
'Homogeneous | 1

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

roved
Signatory

Disclaimers: PLM has been known to miss asbestos in a smail percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office

of Enforcement

CHAIN OF CUSTODY RECORD 7—§<7é02(ﬂ? 7

REGION 6
First International Bldg., 1201 Eim St.
Dallas, Texas 75270

PROJ. NO.

D206 0!

PROJECT NAME

WeSTBANE AflesTas

SAMBLERS: (Signaturel : 7 W

o

NO.

‘(&\ (I\ REMARKS
’Q\////mf#

AN ERL L A |V 562602 b -007(,0/
LR b || L] | T ydS 1 ] é,oog®o3’
*%%ﬂkﬁ/ﬁamx # 149 2| A (=002604 -0o2605
Aotk iofs1 1451 X % H$4a ( |V l-662606"

Does ) iz listo | )| | el L L b 00260 7

WA b2 |50 | X |45 o g N —0026O8

WA o)y L1555 | P 4 ( 2[4 6=602657  (p=0026(0

Relinquished by: fSignature)

L

wf 3/ /303

Date / Time

Received by: Signature)

Relinquished by: (Signature)

Date / Time Recgived Py

ignature)

Y R

Relinquished by: (s/'gnar:;) Date /Time |Received by: (Signature) Relinquished by: (Signature) Date / Time Recdived by: (Signature)
Selinquished by: (Signature) Date / Time |Received for Laboratory by:

{Signature)

Date '/Time Remarks Q(_{ 717//672‘)/2/(,/4/@&&/(’)\/5

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

e B (9G4 /(5

~

5-101G7



. GA &r NC X
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna,
s;sms::son :::9310550 5169977251 2122900052 2032339007 3136636810 4155705401 043336066 9102071487 7136863635
Ecology & Environment, Inc. Tuesday, November 05, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962740
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS
WBS314-01-  1#314 tan Teased 4% Chrysotile 96% Other
MA3 INon-Fibrous < 1% Amosite
|Homogeneous | 1
1 .
‘WBS314-02-  #314 Tan Teased ‘| 2% Chrysotile 98% Other
MA3 1 'Non-Fibrous < 1% Amosite
| Homogeneous
. I T L _ e
WBS314-03-  1#314  Tan Teased 20% Chrysotile o 78% Other
MA3 | Non-Fibrous \ ‘ 2% Amosite
'Homogeneous ‘ |
- T L . I
WBS314-04-  #314 [Tan  [Teased | 2% Chrysotile i 98% Other
MA3 : 'Non-Fibrous . < 1% Amosite
!
| Homogeneous | |
WBS314-05-  #314 ~ [Tan |Teased " 4% Chrysotile 96% Other
MA3 | 'Non-Fibrous . < 1% Amosite
| Homogeneous | ‘
WBS314-06-  #314 Tan |Teased | 10% Chrysotile 90% Other
MA3 INon-Fibrous 1 < 1% Amosite
'Homogeneous | |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Analyst

proved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

% NONFIBROUS




, TX
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston,

609-858-4800 908-931-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 $10-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, November 05, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962740

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS314.07- #314  Ttan 'Teased . 2% Chrysotile : 98% Other
i |

MA3 | Non-Fibrous ! | <1% Amosite

:Homogeneous | !
WBS314-08-  #314 " ltan Tease 4% Chrysotile o 96% Other
MA3 | Non-Fibrous | | < 1% Amosite

‘Homogeneous i ‘

oo , 1 N -

WBS314-00-  #314 Tan  |Teasea |  5%Chrysotie | 95% Other
MA3 'Non-Fibrous ' < 1% Amosite

_Homogeneous !

i 1
WBS314-10-  #314 Tan ITeased " 25% Chrysotile 70% Other
MA3 Fibrous ‘ i 5% Amosite 1

| Homogeneous ! :

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

proved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes shouid be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

()(?@27 Lfo REGION 6

First International Bldg., 1201 Eim St.

CHAIN OF CUSTODY RECORD Dallas, Texas 75270
PROJ.NO. [PROJECT NAME

02000] | WESTANK. ASBESTOS No.
SAMALERS: (Slgnature) o

% W"‘&Q con. { {&‘ REMARKS

o TAINERS N [//

STA.NO. | DATE | TIME § g STATION LOCATION A __,_— —b[’
R NEPENEEEY 2 |V &796326 (8 020G
RS 11 |45 X L |1 -002625
SO |l (/420 | | |t b 60262 (
‘*5‘2?% nli 1d 551X } A o —00e 25—
bttt [ | s X % O ~052623
oaas | | (576X L |1 b ~00262%

AR % b 02625 _
ol i | s X N b-0020326
%% n| /425">< / { 2d o —oo2627
on s i 30| X v || T 6002628
R lmqmshed by: (Signature) Date / Time | Received by: (Signature) Relinquished by: (Signature) Date / Time | Received by: (Signature)

A%ZJ " /( 1537 cﬁwf /.45 9 A

Relinquished by: (Slgnarure) Date /Time |Rebeived by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature)

Relinquished by: Signature)

{Signature)

Date /Time |Received for Laboratory by:

DateJ/Time Remarks Q\b{ #LTUZUA@U ,&)_b

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

Aemit . 15SH4ol(p55-

Nf_1N114nN



Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Gr 0, NC X
609-8554800 908.981.0550 516.997-7251 2122900052 203-233.9007 313663.6810 4155705401 4043336066 910:297-1487 7136863635
Ecology & Environment, Inc. Tuesday, November 05, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962742
POLARIZED LIGHT MICROSCOPY (PLM)
[ e I e o o R .
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS569-03- 569-PILE ”\VTan "~ [Teased o 2% Chrysotile 98% Other
GR3 Non-Fibrous ‘ ‘ < 1% Amosite |
|Homogeneous ‘ | ‘
__ o ,A‘ _ e R L [ o N
WBS569-02-  |569-GRIDS [Tan Teased <1% Chrysotile | 100% Other
GR3 | Non-Fibrous ‘ ‘ < 1% Amosite
‘ Homogeneous | ‘
WBS620-02- 620 ~ Tan Teased | <1% Chrysotile 100% Other
MA2 | Non-Fibrous ! < 1% Amosite
Homogeneous ‘ ‘
, R o o

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid, Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




; INVIRONMENTAL PROTECTION AGENCY

i

Office of Enforcement

-

N 3 \ .
i i >< (Z é 27%&& International Bidg., 1201 Eim St.

CHAIN OF CUSTODY RECORD

PROJ. NO. PROJECT NAME .
BR040( | WESTI AN ASesTES
; SANBLERS: (Signature) oF
s @M’ CON- REMARKS
! JQ; o TAINERS V
| sTa.no. | DATE | TiME | 2 | = STATION LOCATION :ﬁé
! _ o | o ~N %
NG 25 7
035 iz | 1120] A 569 - Ple \ |V lo 029
: ' : 7
_5);62613 Il/l 2N 569 — é;;/sz/ L / 6-0020 3 o
oz w2 )| K| | (220 1 L—0°%o3
i s 1\
Al O, ~( —T )
e Al e ek { N lag®  RerelmNorome()
[2) < !
w%érzﬁozh"z' éz.%r X 569G -downwind | | v (c~002633  [5.13 2047
oLy Nz 375215; N 569 - opwird l / —oo2b3d 5.2 ST~
[ Qo ! ' \ 71
ol&d 1lz|5es| | X 569 ~downund | - 6002632 - I522 Ak
wy: (Signature) Date / Time | Received by: (Signature) FZ : 70 )ﬁmelinquished by: (Signature} Date /Time | Received by: (Signature)
peperdl | ttf2 e D . 1144 ~
Relinquished by: (Signature) Date /Time Recei#ed by: (S/‘;narwe) Relinquished by: (Signature) Date /Time Received by: (Signature]
Relinquished by: {Signature) Date / Time |Received for Laboratory by: Date /Time Remarks
{Signature)

Distribution: Origin(al Accompanies Shipment; Copy to Coordinator Field Files

Sl B=10112-



Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arhor, M1 San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, November 05, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962759

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS 622-01  TRACK622  'Tan Teased 2% Chrysotile | 98% Other
MA1 Non-Fibrous ! < 1% Crocidolite

|

‘Homogeneous i |

L B . o .

WBS 62202 TRACK 622 |Tan [teased | 4% Chrysotile | 96% Other
MA1 | i Non-Fibrous ‘ } < 1% Crocidolite |

1 Homogeneous
WBS 622-03 'TRACK622  'Tan © Teased . 5% Chrysotile T " 95% Other
MA | Non-Fibrous 1 l < 1% Crocidolite !

i Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers"” refers to number of separable subsamples.

7

el /‘
P

Corlos“D. Sdlinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP lago must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

" Office of Enforcement

CHAIN OF CUSTODY RECORD

92759

REGION 6

First International Bidg., 1201 Eim St.

Dallas, Texas 79270

PROJ. NO. PROJECT NAME .
000] |WesThave fsebsmas
SAM LERS: {Signature)
; M w‘%ﬂa@/é’{;‘v '((_ ((\ REMARKS
. o] @ TAINERS €VAU/ ‘

STA.NO. | DATE .TlME § g STATION LOCATION F R . af?ﬁ ~ EQ;I—{L/ Voo o Q—*\
A Bl X /rm:/k e ( /] (OR35S 1533 JuhE
ool FeFl X I L% b-00k3¢ (575 7859
R nfd el | v | 002637 1455 53]
A ‘,’2’;45 L Traeds 297 /229 L ,OOX38 15 28 G229
oA uly Pl X l L 1Yy L—ooo2g 15,3 (202
e g | X % \ 000 15,19 (24>

w2 )] jeool X| | Traek 22 ' ) (-09R64 |
e 1[4 | 1699 X | vV 00262
WS 1 [1533] X \ v/ (=00R643
Shiailnfd] 5501 1 d ooy
/ .
Zelin ed by: Signature) /Time ﬁRecenved by: (Signature) l ngg, Relinquished by: (Signature) Date / Time | Received by: (Signature)
W« ﬁé /57?[ o floz), 30
Relmqunshed by: (Sifh /37/ / Date /Tnm Recdived by: (s g)':arure} Relinguished by: (Signature/ Date / Time Received by: (Signacure)
Relinquished by: (Signazure) Date / Time ijryejrjri)for Laboratory' by: Date /Time Remarks QLT/ /Z][L 7‘-—),211))4'&01) U.b
Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files . - A’]E/.)) /(/é/‘_ ,QR% 8; (pL)’ Sg—




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, November 07, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962789

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS ,(179-04- #449-GRID4 V‘Tan o 7 ;T;;éd V‘ None Detected | 100% Other
! | | |
MA2 ‘Non-Fibrous ‘ ‘
| Homogeneous \ !

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

W= At
Carlos D. Salinas
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




‘ ENVIRONMENTAL PROTECTION AGENCY

. / . REGION 6
3 Office of Enforcement T>< 9@ 2 7&? First International Bidg., 1201 Elm St.

CHAIN OF CUSTODY RECORD Dallas, Texas 75270

PROJ. NO. PROJECT NAME
0206,0] |WesTBave AspesTas -
SAMPLERS: (Signature) oF
| M‘N"J , con. &?{b REMARKS
V] w TAINERS V4
STA.NO. | DATE | TIME § g STATION LOCATION [‘7,( @ /aw‘jtf/ ,241‘:{ UO/U e
: LJ

Shaig s [ feool X| |59 ~Eriat o L [/ L-02R6Hs” B>

oitab s lzs] X Fq97/297 - 5 W v | | v (-00264l T 03/
(WA 3

‘giazy]s last |\ N n7(098- NW Covner] | 71 1 -00R6HT  1S03 207

D5radnls (2| | NP 297298~ Novth l o (00218 (5,06 (277
Relinquished by: (Signature) Date /Time | Received by: (Signature) H,erQ Relinquished by: (Signature) Date / Time | Received by: (Signature} ‘

ool ifs| | Dl Gloegs 2
Relinquished by: (Signature) Date / Time Receiled by: (Signa[c%e/ Relinquished by: (Signature) Date / Time Received by: (Signature)
Relinquished by: (Signature) Date /Time | Received for Laboratory by: Date /Time Remarks .
(Signature)

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

N—e1N11A



Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997.7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, November 08, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX9262809

" POLARIZED LIGHT MICROSCOPY (PVLM)ri

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

BWS 449-01-  TRACK449-GRID-1 [Tan "~ |Teased | 2% Chrysotile - 98% Other
MA-2 : Non-Fibrous ‘ . < 1% Amosite |

; Homogeneous } |
BWS 449-02-  TRACK449-GRID-2 Tan  [Teased [ 2% Chrysotile " 98% Other
MA-2 Non-Fibrous < 1% Amosite

i Homogeneous i ‘
BWS 449-03-  TRACK449-GRID-3 Tan Teased " <1%Chrysotile 100% Other
MA-2 Non-Fibrous : i < 1% Amosite

IHomogeneous |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office

of Enforcement

K 962809

CHAIN OF CUSTODY RECORD

REGION 6

First International Bldg., 1201 Eim St.

Dallas, Texas 75270

PROJ. NO. PROJECT NAME
poGo] | WESTR AV s BESTDS .
SAMPLERS: (Signature); oF

,/z/é""’%‘/ W CON- ’j\ REMARKS

R TAINERS ,6\\/\ -,

STA.NO. | DATE | TIME § z STATION L?CATION J /,'aajj, E&e(b/n)l/o /urYLQ (L
G (e 20 [ X[ Jrack 299[2a5 - Neke) | V] Hoolndind boopeqe 1509 3j02
Somb i 9857 Y | -AWER (Y %“g A 00297 1493 3032
e PR K v -owWla) | | V| dedmdomd b-002645  (5.29 3/04
iy 9550 KTk 296 - NEER| | | Y| bewnibid oroo27s0  14.36 /(89
orma (Ul |'TEH K | —sgda] | Y] Lpdi | lboogeqs 1548 /Y
a1/ BT X v ~Swlep] | [V odod ] lo-0o2e99 /5.5~ /288
10| /5K ] [Track 449 -Gred \ % b-0026SD
/G 15451 ! ~Grda | | vy roodkS|
DAl | 162D X V - Gnd®F | | v 00T

Reliqquished by: (Signature) ate / Time Received by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature) ) 1
Wy@% !/l |(755] Wi, (o 1L9% 4
Relinquished by: (signag;/ Date /Time |Received by: (Signature) Relinquished by: (Signature) Date / Time Received gy .(/(Signarure)

Relinquished by: (Signature)

Date / Time

Received for Laboratory by:
(Signature)

Date /Time

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

Remarks

6-10115



Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, November 11, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962832

' POLARIZED LIGHT M]CRos'chY (ijM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS294-01-  [#2941205  |Tan  |Teased | < 1% Chrysotile | 100% Other
MA1 Non-Fibrous | | ‘
| Homogeneous ! ‘
i
WBS207/298  #297/298  Tan "~ |Teased | 12%Chrysotile 88% Other
MA1 'Fibrous - < 1% Amosite
| |
{Homogeneous | |
WBS44902  #449  |Tan = |Teased " <1%cChrysotle 100% Other
MA2 i Non-Fibrous ‘
i Homogeneous !
I A 4o

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY T/Wé}(?j P REGION 6

Office of Enforcement First International Bldg., 1201 Eim St.
CHAIN OF CUSTODY RECORD Dallas, Texas 75270

PROJ. NO. PROJECT NAME

0200] | WESTBAE Az nesios .

SANBLERS: (Signature) V_J oF
:; CON- g S REMARKS

Tlm TAINERS i
T BudelVolome

STA.NO. | DATE | TIME

COMP

STATION LOCATION ) /\

cros i [7 G5 IX|# 29 - Drnwiwd | |V LCOZTH 1502 Aok
pags 0 [0l X Pomp = Powrrowon | | | V] 60080/ 1S4 IS
’ o 111 585 | X|#296 - Upw iy 1 LhDO285 /5,01 2978

RN | (%
w11 ] 132
fgmm ///7 /442]

#297/(298 b-00655 "~
#{dg (0~ C0R653

#2604 [ a5 :lz ~ t\j V/ b-063451, (-063453
!

*<P<p<

Relmaquished by: (Signature) Date / Time Received by: (Signature) / Relinquished by: (Signature) Date / Time Received by: (Signature)
p / < (-8B
7 e ¢. 30
Relinquished by: (S/gnature) - Date /Time Received by: (§/gnarure) Relinquished by: (Signature) Date / Time Received by: (Signature)
Relinquished by: (Signature) Date /Time |Received for Laboratory by: Date /Time Remarks
- {Signature) ‘ 4 #2 %2 A)/A,£0 (.//(.lb

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files /47 ,Z 6/¢L QIZSGéSQé) 47/ 8’/

_— o A -~




Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

Carle Place, NY Manhattan, NY Seattle, WA
Westmont, NJ Piscataway, NJ s

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415:570-5401 404-333-6066 910-297-1487

Ecology & Environment, Inc. Monday, November 11, 1996

11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962861

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE ~ TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS44601MA1 TRACK 446 GRID Brown ~ |Crushed | < 1% Chrysoile ‘ 100% Other
A 'Non-Fibrous | :
| Homogeneous ‘ !
; o L oL
WBS62501MA1 ‘TRACK 625 GRID  Brown W'Crushea "7 < 1% Chrysotile | 100% Other
1 'Non-Fibrous
|Homogeneous |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

<

Carlos D. Salinas pproved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes shouid be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY REGION 6
Office of Enforcement . . GL(é First International Bldg., 1201 Eim St.
CHAIN OF CUSTODY RECORD D’;S { Dallas, Texas 75270

PROJ. NO. PROJECT NAME

Co ol A SEST Bank , ASRBESTOS NO. (UQ
:?}?}5718 Fis%iyn ewre) %/&VU / W ] 4 oF
4 / :é"é% con. & REMARKS
7 ! o 0 TAINERS ((\

STA.NO. | DATE | TIM § /5 STATION LOCATION Q,\} 'ﬁ (, it
'géxsngg 1)-08 | 5739 @ TRACK 49¢ Crio (| 3 €-0026¢7, COpa(e? L-00désr
:u%gnsq‘)s 08 |is20 X TRack (25 Gripld 3 % 600267/ €-003¢10 Co03(7]
%352,23.1 /Lod | jooo >< TRACK S6S  Grip 3 / (-002¢ 74 ' (o02¢ 27,
eupax |lted 1S Xl | TRack C22 Grup // b-00 34 7%
pamarlites L1535 O TRAck 446 Leip 02 . ¢ -002¢ 73

%83,::1 r00 |19y | senck Y99 czio oL A L-00268/

;.:'s”'}?*' H-07 | 1330 )C TEecie R2997-)9F CR:100i // (-002680
%:32;3:;:;//-07 is9r| X TRace 4Y6- 6KiD &3 //[v (002079
ormas|tlar 1630 (< TEACk  (22- fRiooX o ¢-002¢29
;/Sinq:;‘ Vot 17600 | K TRACke TYC G -0y A C-o0 2615

Relinquished by: (Signature} Date / Time Received_l_)y: (Signature) ﬁt%D Relinquished by: (Signature} Date /Time |Received by: (Signature)
é%wﬁJ@ﬁ@ej /)% M#fghmﬂgllwwg |

Relinquished by: (Sign¥rure/ Date / Time Receiv}/d by: (Signature) Relinquished by: (Signature Date / Time | Received by: (Signature]
Relinquished by: (Signature) Date / Time cheived)for Laboratory by: Date /Time Remarks

ignature
Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files ]

5-10119



Tuesday, November 12, 1996

Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC
609-858-4800 9089810550 5169977251 2122900052 2032339007 3136686810 4155705401 4043336066 910297-1487
Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number:
' POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE %
WBS 446 01 ITRACK 446 GRID |Tan © Teased < 1% Chrysotile
MA1 ! |Non-Fibrous ‘ ‘
' Homogeneous ‘ ‘
i 1 R I i
‘WBS 62501  TRACK625GRID Tan Teased R ‘ < 1% Chrysotile
MAT i 'Non-Fibrous ‘
! Homogeneous 1 \
WBS 56903 | TRACK 569 GRID |Tan Teased | <1% Chrysotile
: |
MA2 3 'Non-Fibrous < 1% Crocidolite
‘ Homogeneous
WBS 62201  TRACK 622 GRID !Tan ’ Teased < 1% Chrysotile
MA2 ! .Non-Fibrous
\ Homogeneous ‘
WBS 446 02 | TRACK 446 GRID |Tan Teased | < 1% Chrysotile
MAT 2 Non-Fibrous < 1% Crocidolite
Homogeneous ;
| |
WBS 44902  TRACK 449 GRID Tan Teased < 1% Chrysotile o
MA2 2 |Non-Fibrous [ | < 1% Crocidolite
IHomogeneous 1 ‘

Houston, TX
713-686-3635

TX962860
NONASBESTOS
FIBROUS % NONFIBROUS

100% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos B. Salinas
Anailyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, November 12, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962860
' POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS 207208 |TRACK297-288 Tan  |Teased | 2% Chrysotile 98% Other
MA1 GRID 1 ' Non-Fibrous | . < 1% Crocidolite
| i |
'Homogeneous :
. S R I B B - - _
WBS 44603 | TRACK 446 GRID |Tan Teased | < 1% Chrysotile ) 100% Other
MA1 3 ‘Non-Fibrous } i
‘ Homogeneous
WBS 62202  TRACK 622 GRID Tan Teased < 1% Chrysotile 100% Other
MA2 2 ' Non-Fibrous
iHomogeneous
WBS 446 04 | TRACK 446 GRID |Tan Teased < 1% Chrysotile 100% Other
MAT 4 | Non-Fibrous i | <1% Crocidolite
‘ Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

oved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered sampies.




ENVIRONMENTAL PROTECTION AGENCY REGION 6
Office of Enforcement . ﬂ%@%éo First International Bidg., 1201 Eim St.
CHAIN OF CUSTODY RECORD Dallas, Texas 75270

PROJ.NO. |PROJECT NAME
Ao ¢l (JSEST Bank . ASBEsSTOS NO.
[SAMPRERS: amyure : oF
yﬁ{%@v %VU/%MMV% REMARKS
' J ! o 2{ U TAINERS
STA.NO. | DATE | TIM § & STATION LOCATION o
L;/‘r;:j‘ l-ct | (s30 £ TRACK 446 Grio [ | 3 / l/ /| C-002667 (-9p2(¢5 £ 0026(7
(,u/g;gjs J-0f | 520 X TRBck (25 Grip ] 3 l/ l// v -09 26 7 /,/é-ooauo ('r‘;""‘ 22
g%%z. /tod | toco >< TRACK S69 Grip 3 % ?;/ ¢ -002¢ 76 (002627,
ooz et 10 X | 7TRack (22 Crip / /v L-00 2f 9
gamn (o1 | 1535 O TRAck 446 Leip 02 - ¢ -002¢ T3
samat J1-00 |19y | J2ack Y99 ctio 9L ‘// G-00268 )/
EZ;%}; H-47 11330 )C TEocie A97-)9 CR100i j (-'/- 002680
.‘ng”}’};L”"” if#f& TEace 4Y96- 6KiD o3 — £-00209
g&%ﬂ% tHof | 1636 TRACkE  (2A- (Ri0oo2 - ¢-002¢29
oy mai ll-or 116 /e | K TRACke YYC Grip -0 ol G-00 2615

Relinquished by:,(Signature) Date / Time | Received by: (Signature) //—// Relinquished by: (Signature} Date / Time Received by: (Signature)
! - <
s N/ T 11348 > 735
Relinquished by: (Sign\a]rure/ Date / Time Recﬂed by: (S/gLe{ure/ Relinquished by: (Signature) Date / Time Received by: (Signature}
Relinquished by: (Signature) Date /Time |Received for Laboratory by: Date /Time Remarks
{Signature)

Distribution: Original Accompanies Shipment; Copy ta Coordinatar Field Files

6-10118



NI )5 NI Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NG Houston, TX

6098584800 9089810550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, November 13, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962894

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS206 03 296 7 iTan 7 iTeased 7 None Detected 100% Other
MAT “ “ Non-Fibrous
} Homogeneous

A —

i
U IO

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

P i

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
anly be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested 1o physically separate and analyze layered samples.




NVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

CHAIN OF CUSTODY RECORD

REGION 6

First International Bldg., 1201 Eim St,

Dallas, Texas 75270

PROJ. NO. PROJECT NAME

02000/

WQLM ﬁsb&h S

1
5TA.NO. 94'5 TIME

COMP.
GRAB

STATION LOCATION

TAINERS

NO.

OF

CON-/ Q\/Q

REMARKS
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s heglll¥s 1

2/\_

02,83 ; b~-002484
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£79
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fn 0072 b gg

B e [s2

fE'Ole 29

SRERNN

Bs2aL \l-12-94 11473

SRR

*(v‘ﬁﬁ't(vjﬁjzf‘gf%b 002 A6

I o

foMAd
fi224/513 #294/295 bL-00269]
WHSFHITS -
—bthtr
1Banal| 186/ 1000] LA kb7 / / b 002692
Date / Time Reéeived by: (Signature}

eligfuished by: (Signstur | Date / Time
(! /cm% |70 /'

Recelved by« (Signature)

//%5%

CZ , Relinquished by: (Signature)

ielinquished by: YS/gn ture)

Date / Time

Rec!ived by:ktsl/gnarure}

Relinquished by: (Signature)

Date / Time

Received by: (Signature)

selinquished by: (Signature)

Date / Time
(Signature)

Received for Laboratory by:

Date /Time Re

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

il 5 %f‘%z‘ﬁl
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyraa, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, November 14, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962896

 POLARIZED LIGHT MlCRbscgfi? (PL@)W

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS29601MA1 296 Ttan Teased ' None Detected 100% Other

Non-Fibrous
.Homogeneous i

_— ' —

WTan %Teased
1\ Non-Fibrous
‘Homogeneous

WBS29602MA1 1296 T <1% Chrysotile ‘: 100% Other

— I . —— - _— | - RN e R — — — . .

L 'WBS29603MA1 296  Tan  |Teased None Detected 100% Other
: Z ‘ Non-Fibrous

‘Homogeneous ‘

‘/’ WBS29604MA1 296 - Tan Teased None Detected 3 100% Other
Non-Fibrous ‘

Homogeneous .

|, WBS29605MA1 296 Tan  |Teased None Detected 100% Other

\./ Non-Fibrous
‘ |Homogeneous

/W8829605MA1 296 ;Tan - i'ryéas;ed | None Detected 100% Other
J 3 INon-Fibrous “ :

,Homogeneous |
|
| 7 |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlgs D. Salinas proved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered sampies.




it, NJ P NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA horo, NC TX

609858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, November 14, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX9628%96

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS29429501 1294/295 “tan | Teased | None Detected 100% Other
| i
MA2 | Non-Fibrous 1\ :
[ Homogeneous ;
,,,, . [ T N B e
WBSS6903MAZ 563 |Tan  |Teased <1% Chrysotile 100% Other
| Non-Fibrous !

Homogeneous

Comments; For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

Approved
Signatory

AndWﬂ

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

CHAIN OF CUSTODY RECORD

THALEYY

REGION 6
First International Bldg.

, 1201 Elm St.

Dallas, Texas 75270

PROJ.NO. [PROJECT NAME

20!

s H;JML #ﬂs Bcg{w S

s LERS: (@ignapise) OF‘
| Ci ﬂW CON- REMARKS
'F;TA.NO. pZTE TIME | 5 g STATION LOCATION 6 _ £Da #4%5
anial IHeallMsT/1 | 296 2LZV V) 024,83 ; h~002434
Al W IS 2 | | v -002.b£S
b [ hu-iv)/2 00 2 |V l-D0208k 3b-007437
S M2t (203 / ) =002 L%
ML I (52 | -0D2b 39 -
D Cseak |I12-9 Jis3|v \ | Vv 0Tt - 902 LA
;ﬁﬁﬁ? L1294/5/3 #£294/295 J v b-00269)
‘ -
WS s
—0(1’(%1/
bEansT e 1000] LT kb9 | / b-002692
/ Relinquished by: (Signature) Date / Time Reéeived by: (Signature)

er

Date / Time | Regeived by: (Signature)
el il

G
X

Relinquished by: ySigl/lurel

Date /Time |Recelled by: ?g;narure)

Relinquished by: (Signature)

Date / Time

Received by: Signature)

Relinquished by: (Signature)

Date / Time
{Signature)

Received for Laboratory by:

Date /Time

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

S

|
axflf{/ ﬁé%%@ﬁ

—AATUA

6-10171



Westmont, NJ Piscataway,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, Inc. Thursday, November 14, 1996

11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962917

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020607 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS20301MA1 293 |Brown  |Teased  20% Chrysotile 78% Other
Fibrous 1 2% Crocidolite
! Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas pproved
Analyst Signatory

Disclaimers: PLM has beenr known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Region 6

OFFICIAL
CHAIN OF CUSTODY RECORD

280007 | W
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Relinquished by: (Signature} Date /Time |Received for Laboratory by: Date /Time Remarks
(Signature)
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Distribution: White Accompanies Shipment; Pink to Coordinator Field Files;

Green to Report; Yellow Returns with Warrant
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REGION 6
27 / 1445 Ross Avenue, Suite 1200
Dallas, Texas 75202-2733



t, NJ P NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 4155705401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Friday, November 15, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962914

/ , POLARIZED LIGHT MICROSCOPY (PLM)
e il |
Cex Ul

st
f& 7 1

—x g6 { 7Project: 020607 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE/"““ LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS29301MA1 293\ " Bown  [Teased | 10% Chrysotie 88% Other
‘ Fibrous | | 2% Crocidolite
| Homogeneous \‘
‘l |
WBS29302MA1 1293 ~ Brown Teased 5% Chrysotile 93% Other
Fibrous ; 2% Crocidolite
Homogeneous 3
WBS62101MA1 621 |Brown Teased " 15% Chrysotile 83% Other
‘ Fibrous - 2% Crocidolite ‘
Homogeneous i '

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

proved
Signatory

Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY O{ REGION 6
Region 6 OFFICIAL ; zq / 1445 Ross Avenue, Suite 1200

CHAIN OF CUSTODY RECORD Dallas, Texas 75202-2733
PROJ. NO. PROJECT NAME 1

980607 | Weettunt  [efpests= )

SAMPVERS: (Signatur
OF
2 S
CON- REMARKS

7 / TAINERS y
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—
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{Signature)
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Green to Report; Yellow Returns with Warrant

Relinquished by: (Signature) Date iTime Received for Laboratory by: Date /Time Remarks W W -A_— M
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Westmont, NJ Piscataway, NJ Carle Place, NY Maphattan, NY Seattle, WA ‘Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 '313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, November 18, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962930

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS29301MA1 293SOIL  |Tan  Teased < 1% Chrysotile 100% Other
‘Non-Fibrous ‘
:Homogeneous
WBS29302VIAT 263 SOIL. Tan Teased  <1%Chrysotle 100% Other
Non-Fibrous
Homogeneous
T
WBS62502MA1 1625 Tan {Teased < 1% Chrysotie 100% Other
Non-Fibrous
Homogeneous
WBS62503MA1 625 Tan © |Teased | <1%Chrysotile | ' 100% Other
‘ | Non-Fibrous | ‘
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

7
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. Al "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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ENVIRONMENTAL PROTECTION.AGENCY REGION 6
Region 6 OFFICIAL TK Ol <0 07\@ ZLO 1445 Ross Avenue, Suite 1200
CHAIN OF CUSTODY RECORD Dallas, Texas 75202-2733
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NI T NJ  CarlePlace, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 $10-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, November 18, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962947

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS068 5 “lGrey  Teased | 2% Chrysotile 2% Cellulose 96% Other
:Non-Fibrous ; \ < 1% Crocidolite
‘ Homogeneous i

- Lt - ! S ! N L — -

WBS067 "~ “lGrey  [Teased  35%Chrysotile 60% Other

: } Fibrous ‘ 5% Crocidolite

'Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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ENVIRONMENTAL PROTECTION AGENCY

REGION 6

. Region 6 OFFICIAL 1445 Ross Avenue, Suite 1200
: : CHAIN OF CUSTODY RECO@ Dallas, Texas 75202-2733
PROJ. NO. |PROJECT NAME .
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arhor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
609-858-4800 9089810550 5169977251 212:290-0052 2032339007 3136686310 4155705401 4043336066 910-297-1487 7136863635
Ecology & Environment, Inc. Tuesday, November 19, 1996
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962948
- POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS068 e | Tan  ITeased = 20%Chrysotile 79% Other
‘ Fibrous 1% Crocidolite

Homogeneous

WBS06801WE1 168 ITan Teased < 1% Chrysotile 100% Other
.Non-Fibrous
Homogeneous

R . J I S -

'WBSO06802WE1 168 'Tan  |Teased | <1%Chrysotle | 100% Other
Non-Fibrous | |
IHomogeneous | ‘

WBSO06803WET 68 “Tan Teased " None Detected 100% Other
i Non-Fibrous | 3
Homogeneous i ‘
i ! ]

WBSO06804WE1 68 Tan ITeased * None Detected 100% Other
Non-Fibrous
Homogeneous

WBS06805WE1 168 “Tan Teased " None Detected 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
£09.858-4800 9089810550 516-997.7251 212:290-0052 203-233-5007 313-668-6310 4155705401 4043336066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, November 19, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962948
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS067 67 Tan Teased " 35% Chrysotile 57% Other
| Fibrous | 8% Crocidolite
'Homogeneous

WBS06701WE1 67 CTan Teased < 1% Chrysotile 100% Other
| Non-Fibrous ! |
Homogeneous

WBSO06702WE1 [67 'tan  [Teased | <1% Chrysotile 100% Other
Non-Fibrous ‘

‘ Homogeneous |

WBS06703WE1 67 iTan Teased " None Detected 100% Other
'Non-Fibrous ‘
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a smali percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Region 6

OFFICIAL

CHAIN OF CUSTODY RECORD

REGION 6
1445 Ross Avenue, Suite 1200
Dallas, Texas 75202-2733
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.

Westmout, NJ Piscataway,NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 2122900052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, November 20, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962980

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS06704WE7 67 |Tan  |Teased | None Detected 100% Other

“Non-Fibrous |
| Homogeneous |

WBS06705WE7 67 " Tan  Teased ' None Detected | 100% Other
| Non-Fibrous :
; Homogeneous

L - PR _

WBSO6706WE7 67 ’Fanﬁw Teased
i Non-Fibrous !
.Homogeneous

" None Detected | 100% Other

WBS20201MA1 202 " Tan Teased ‘ None Detected 100% Other

| Non-Fibrous
'"Homogeneous

WBS20202MA1 202 ~ ITan [Teased  <1% Chrysotile 100% Other
: Non-Fibrous :
. Homogeneous 3
| |

WBS20401MA1 204 Tan Teased | None Detected 100% Other
.Non-Fibrous
1 Homogeneous 1
. ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved

Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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ENVIRONMENTAL PROTECTION AGENCY
Region 6

OFFICIAL

CHAIN OF CUSTODY RECORD

Ulpd95C

REGION 6
1445 Ross Avenue, Suite 1200
Dallas, Texas 75202-2733

PROJ. NO.

o0/

PROJECT NAME W?

NO.

/

S LERS »(Signpture) o
U %./ 2 g W TAC'(:';:.RS . REMARKS
STA. No.x ofwf v | 3| E STATION LOCATI7 ,QV )

et | 19%) T X # 204 il 6 063405

Shipped by:

Distribution: White Accompanies Shipment; Pink to Coordinator Field Files;

Green to Report; Yellow Returns with Warrant
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N P NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. | Thursday, November 21, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX962994

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS291 291 7 \Gr;y ) Teased ~ 20% Chrysotirlié o 78% Other
i Fibrous i 2% Crocidolite
Homogeneous \
wBso62 062 " lGrey | Teased ' 30%Chrysotle | 68% Other
| Fibrous ‘~‘ | 2% Crocidolite
‘Homogeneous ‘
WBS203 203 Grey Teased ©10% Chrysotile ' 89% Other
‘Fibrous ‘ [ 1% Crocidolite
iHomogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

) '
W
Carlos D. Salinas pproved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Labaratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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IVIRONMENTAL PROTECTION AGENCY : ‘ ’]/)4% @ 299 7L REGION6

Office of Enforcement i First International Bldg., 1201 Elm St,
CHAIN OF CUSTODY RECORD Dallas, Texas 75270
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120007 Westoavk, 7 =
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Thursday, November 21, 1996

Ref Number: TX962995

i POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020607 WESTBANK ASBESTOS (WITHOUT PREP)

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS291 201 " Tan  Teased  32%Chrysotile 66% Other
| Fibrous \ | 2% Crocidolite
'Homogeneous |
WBS062 1062 “Tan ITeased ~ 39% Chrysotile 59% Other
Fibrous 2% Crocidolite
Homogeneous
WBS203 203 “Tan Teased 8% Chrysotile 91% Other
i Fibrous : 1% Crocidolite
| Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

A

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Office of Enforcement

T REGION 6
7§< C1 @ 2'9 9\5 First International Bidg., 1201 EIm St.

CHAIN OF CUSTODY RECORD

Dallas, Texas 75270

PROJ. NO.

020007 W

PROJECT NAME

Ws

SAMPLERS: (Signaturel NC:: .

CM W CON- }@h REMARKS
STA.NO. | DATE 'TlME 8 5 STATION LOCATION /]—‘W
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Distribution:
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{Signature) ’ W ;’
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Westmont, NJ Piscataway, N]  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, November 22, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963013

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE ~ TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS06201WE1 062 bTan vTeased 3 None Detected 100% Other

Non-Fibrous
Homogeneous

WBS06202WE1 062 Tan Teased < 1%Chrysotile 100% Other
Non-Fibrous
Homogeneous

WBS06203WE1 .062 ITan ITeased , None Detected 100% Other
‘Non-Fibrous :
Homogeneous

WES29101MAT 291  Tan Teased  <1%Chrysotile 100% Other
'Non-Fibrous
'Homogeneous

P - i

WES29102MA1 291 “Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

WES29103MA1 291 Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers"” refers to number of separable subsamples.

-
Carlos D. Sdalinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NJ NJ  CarlePlace, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
P 3

609-858-4800 908-981-0550 5169977251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, November 22, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963013

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WES29104MA1 291 Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Gr 0, NO ™

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, November 26, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963055

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS83901GR1 1839 7 ‘Tan Teased < 1% Chrysotile 100% Other
| Non-Fibrous | |
Homogeneous
L i B} \
WBS83902GR1 839  |Tan I Teased | <1% Chrysotile 100% Other
Non-Fibrous ‘ < 1% Crocidolite
Homogeneous
WBS83903GR1 .839 ‘Tan - ”v‘r'l;erased ' ‘ < 1% Chrysotile ‘ 100% Other
' | I
Non-Fibrous | i
Homogeneous } 1
WBS839PILE 839  Tan = Teased " None Detected 100% Other
Non-Fibrous ‘
Homogeneous ‘ ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ZNVIRONMENTAL PROTECTION AGENCY T)(qdoss REGION 6

Office of Enforcement First International Bidg., 1201 Elm St.
CHAIN OF CUSTODY RECORD Dallas, Texas 75270
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX
£09-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 4155705401 4043336066 910-297-1487 7136863635
Ecology & Environment, Inc. Tuesday, November 26, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX9263056
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS20101MA1 1201 Tan ITeased | <1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
'WBS20201MA1 1201 I Tan Teased None Detected 100% Other
whi 201 oL mAl 'Non-Fibrous |
Homogeneous
R i o
WBSO7101WE1 071 Tan Teased None Detected 100% Other
Non-Fibrous
X Homogeneous j
WBSO7102WE171167”1 Tan 7 i'l;eased 7 None Detected 100% Other
‘ Non-Fibrous \ |
Homogeneous | ‘
'WB20301MA1 1203 CiTan |Teased ~ None Detected 100% Other
; Non-Fibrous | !
Homogeneous | }
‘WB20302MA1 1203 “Tan Teased None Detected 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a smail percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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San Mateo, CA
415-570-5401

Houston, TX
713-686-3635

Greensboro, NC
910-297-1487

Smyrna, GA
404-333-6066

Wednesday, November 27, 19

Ref Number: TX963078

. POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI
609.858-4800 908.981.0550 516.997.7251 2122900052 203233.9007 3136686810
Ecology & Environment, Inc.

11550 Newcastle Ave. #250
Baton Rouge, LA 70816

SAMPLE
SAMPLE LOCATION APPEARANCE TREATMENT
'WBS28801MA1 288 Tan Teased
| Non-Fibrous |
"Homogeneous
WBS28802MA1 288 ‘Tan " Teased
Non-Fibrous
Homogeneous
WBS29001MA1 290 “Tan Teased
| Non-Fibrous !
Homogeneous
‘WBS29002MA1 1290 " Tan ' Teased
Non-Fibrous
Homogeneous
'WBS29003MA1 ;290 Tan ITeased
‘ ‘Non-Fibrous |
| Homogeneous |
‘WBS29004MA1 290 “Tan Teased
Non-Fibrous
Homogeneous

< 1% Chrysotile

ASBESTOS
% TYPE %

NONASBESTOS
FIBROUS % NONFIBROUS

None Detected 100% Other

100% Other

< 1% Chrysotile

100% Other

None Detected

100% Other

None Detected

100% Other

< 1% Chrysotile 100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Sdlinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP iogo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, November 27, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963078

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS29005MA1 290 " Tan Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Sdlinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a smali percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP [ogo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Office of Enforcement
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Wednesday, December 04, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963115

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: WESTBANK ASBESTOS PROJECT #020601

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS291G0s 2 Tan ;Teased 5% Chrysrotiler o ‘ 95% Other
Non-Fibrous \ i < 1% Crocidolite i

:Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

i

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All “NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Region 6

OFFICIAL ; 1 qc 3 ' ,;— 1445 RossREgr(u?:, 6smte 1200

CHAIN OF CUSTODY RECORD

Dallas, Texas 75202-2733

PROJ. NO. |PROJECT NAME

02060 / < NO.
SAMPLERS: (Signatur OF
Q. cON. REMARKS
| x| @ s V/j TAINERS
sTA.NO. | DaTE | TiME | 2 | & STATION LOCATION
ol o
3
240 Senvi tude LA E P fos,
B2 eAy3 29| \ Phfos # 6- 60RF)S
[4)
I\
linqujshed by: ature) L Date / Time Received by: (Signature) Relinquished by: (Signature) Date / Time Received by: (Signature)
!
12294 |19%
Rglinquished b\[: (Signaruralo Date / Time Received by: (Signature) Relinquished by: {Signature) Date / Time Received by: (Signature)
Relinguished by: (Signature) Date / Time |Received for Laboratory by: Date /Time Remarks
(Signature) J 2 L( ¢ Q m

Shipped by:

Airbill Number:

Distribution: White Accompanies Shipment; Pink to Coordinator Field Files;

Green to Report; Yellow Returns with Warrant

bobl Bosobs23565 |




Westmont, NJ Piscataway,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
6098584500 9089810550 5169977251 212:290-0052 2032339007 3136686810 4155705401 4043336066 910297-1487 7136863635
Ecology & Environment, Inc. Friday, December 06, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963126
| POLARIZED LIGHT MICROSCOPY (PLM) |
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS287G01 772877 lTan 7’Teaseicgi ~ None Detected \ ) - 100% Other
? \
| Non-Fibrous \
Homogeneous ‘
i - I L
'WBS287G02 287 ITan  Teased ' None Detected ' 100% Other
I Non-Fibrous \
' Homogeneous |
, i N B R
WBS839G@4 839 " ltan Teased | None Detected o ~ 100% Other
| ‘
Non-Fibrous ;
JHomogeneous J
‘WBS839G@5 839 [Tan ~ [Teased =~ NoneDetected | 100% Other
“Non-Fibrous 1
j 'Homogeneous
| I - - i - _ _
WBS839Ggs (839 Tan Teased | <1%Chrysotle 100% Other
‘ Non-Fibrous | |
|Homogeneous !
| ,i, J
WBS839G@#7 1839 “Tan Teased " None Detected 100% Other
| '
1 Non-Fibrous i ‘
| Homogeneous

— 1

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Analyst

Carlos D. Salinas

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid, Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NG Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 06, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963126

" POLARIZED LIGHT MlcRbscppY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS839G08 839 Tan Teased | < 1% Chrysotile 100% Other
Non-Fibrous :
Homogeneous ‘

SR RN | —

WBS839G09  |839 ‘Tan " Teased < 1% Chrysotile i 100% Other
N |

| | Non-Fibrous |

| Homogeneous

WBS839G10 839 Tan  Teased | None Detected 100% Other
| Non-Fibrous
‘Homogeneous

‘WBS839G11 839 | Tan Teased | <1%Chrysotile | ' R 100% Other
| Non-Fibrous 1
| Homogeneous |

_
‘WBS839G12 839 Tan  [Teased

< 1% Chrysotile 100% Other
I :

|
Non-Fibrous \‘
Homogeneous ‘

e i

‘WBS839G13 839 ITan

< 1% Chrysotile | ~ 100% Other
-Non-Fibrous ‘
i Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

proved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA
212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066

609-858-4800 908-981-0550 516-997-7251

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

SAMPLE LOCATION
WBS839G14 ‘\839

POLARIZED LIGHT MICROSCOPY (PLM)

Friday, December 06, 1996

Ref Number:

Project: 020601 WESTBANK ASBESTOS

APPEARANCE

:Non-Fibrous
| Homogeneous

WBS839G15

WBS839G16 839
WBS839G17 1839
WBS839G18 839

WBS839G19 1839

SAMPLE ASBESTOS

TREATMENT % TYPE

T

feaséd P <1% Ch&sotile

Tan

Non-Fibrous
Homogeneous

Teased - W <1%ﬂar;;otile

'Tan
Non-Fibrous
| Homogeneous

Tan

Non-Fibrous
Homogeneous

Tan

Non-Fibrous
Homogeneous

Tan

Non-Fibrous
‘Homogeneous

| Teased < 1% Chrysotile

|
i
|
JR— [ | S

Teased

Teased

Teased < 1% Chrysotile

NONASBESTOS

% NONFIBROUS
1100% Other

100% Other

100% Other

100% Other

100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,
Analyst

oved
ignatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approvat by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arber, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 06, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963124

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION ~ APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS075GO1 |75 “Tan ' |Teased © None Detected ~100% Other
‘Non-Fibrous

iHomogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

rmandez, Jr
Analyst

Arthur pproved

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 4
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Gavernment. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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ZNVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

REGION 6

77(9@ g /Q(;.rst International Bldg., 1201 Elm St.
CHAIN OF CUSTODY RECORD Dallas, Texas 75270

b4l

4

b-0orlS

q
it

P [, —

“PROJ.NO. |PROJECT NAME
02060/| Y beatss
LERS: (Signagump) OF
% /ﬂ/ W;/Z 5{6" CON- REMARKS
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Relinquished by: (Signature) Date / Time Received by: (Signature)
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 06, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963136

| POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

\WBS287-G-03 287 Tan  Teased | None Detected 100% Other

Non-Fibrous
| Homogeneous

'WBS287-G-04 287 24" Tan ' Teased ; None Detected | 7 - W 100% Other

Non-Fibrous |
Homogeneous

|
| !
. N S S [ )

\WBS287-G-05 (287 24" Tan Teased < 1% Chrysotile - 100% Other
: Non-Fibrous !
'Homogeneous J

'WBS069-G-01 696" o ‘T;n o V—Heasédi : "< 1% Chrysotile  100% Other

Non-Fibrous \
iHomogeneous i

WBS069-G-02 696"  Tan [Teased | NoneDetected ' ~100% Other
| Non-Fibrous
:Homogeneous

,,,,, S — - — — - i

WBS069-G-03 |69 éEﬁvnTADEu"ﬁgn Teased 3% Chrysotile . 97% Other

|
\
| i
|
i

INon-Fibrous ‘
Homogeneous I

S R

- i -

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




" NVIRONMENTAL PROTECTION AGENCY '

Office of Enforcement

CHAIN OF CUSTODY RECORD

TX

REGION 6
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Dallas, Texas 75270
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i 3
Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, M1 San Mateo, CA Smyrna, GA Breensboro, NU  Bouston, TX
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, Inc. Monday, December 09, 1996

11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963154

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS289 G-01 [289 6" CONCRETE | Tan [Teased | NoneDetected 100% Other
; ‘ Fibrous 1 ‘
‘ ‘ Homogeneous ‘ ‘
‘WBS289 G-02 [2894"-6"SOD  Itan Teased | < 1% Chrysotile 100% Other
Fibrous < 1% Crocidolite
3 iHomogeneous
N | I o
‘WBS289 G-03 1289 6" SOD Tan Teased < 1% Chrysotile - ~ 100% Other
;Fibrous
i ‘ Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hern(fdez, Jr. Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP Jogo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Office of Enforcement
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Dallas, Texas 75270
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Waieo, U ~SHyTOL, G Greensuory; Ne—— ¥
Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arhor, MI San Mateo, CA i}

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, December 10, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963173

" POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS073G01 736" Concrete 12" | Tan Teased ‘ None Detected | 100% Other
Servitude Fibrous \ | \
| 'Homogeneous ‘
o | I L T o
WBBS Sand /Backfil | Tan  |Teased < 1% Chrysotile 100% Other
| |Fibrous
| |Homogeneous
S o | A o
WBBL Limestone / Backfill Tan Vinie'a.:ed/ B T < 1% Chrysotile ‘ ' 100% Other
.Fibrous \ '
‘Homogeneous :
\WBS074G01 |74 12" Servitude | Tan  |Teased " NomeDetected - 100% Other
i Fibrous
? Homogeneous :
IR , L , s
WBS074G02 746" Servitude  |Tan ~ |Teased =~ | <1%Chrysotle - " 100% Other
Fibrous | < 1% Crocidolite
Homogeneous ;

o I : \ . _ ; .
WBS074G03 746" Concrete | Tan Teased | <1%Chrysotie 100% Other
Fibrous i
Homogeneous ‘ |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hefnandez, Jr.
Analyst

roved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

A a




ENVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

CHAIN OF CUSTODY RECORD

TX9%73

REGION 6

First International Bldg., 1201 Elm St.

Dallas, Texas 75270

PROJ. NO.

J2060/

PROJECT NAME

Westbank A<hestos

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Files

NO.
SAMPLERS: (Sigpature)
OF
) /fﬂg‘%@&lﬂm /Z {&N CON. NS REMARKS
( o TAINERS q\/
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o
4 KO-
esorscol|14/of 1025 Y 73 b emmonf /bt | X %-001598
wWBas |ia)oe el | X | Sand [ Backh 1 X G -~00/5%9
npal 2o 1 F1 1 IX | Limestone/ Pedfil! [ X b-00 1S 2
"ol oot o0 X 12" sembude f |V b-001 w00 a2
_So> |izjoc IS5 | 6" cervihde | | v L-001576 %
603 [13/p¢ | {524 }( b" dpnored { /] 5,00/5'75’ <
inquished by: (Signature) Date / Time | Received by: (Signature) IQ.W Relinquished by: (Signature) Date / Time | Received by: (Signature}
Sk Ul T P T
belinquished t;: lSignaru}eu Date / Time |Recdived by: (Sg;larure} Relinquished by: (Signature) Date / Time | Received by: (Signature)
Rel\inquished by: (Signature) Date / Time z?gc:;::g)for Laboratory by: Date /Time Remarks 024 f/IL- ’Ium a é
Airbill # 2806 827236
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NJ NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, December 11, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963191

| POLARIZED LIGHT MICROSCOPY (PLM) |

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS292GO1 292 WALKWAY  'Tan | Teased | 2% chrysotile 98% Other
} SERVITUDE Non-Fibrous ‘ 1 < 1% Crocidolite ‘
| Homogeneous ‘
R R L S R .
WBS292GO2 '202DRIVEWAY [Tan  [Teased ) ‘ < 1% Chrysotile 100% Other
Non-Fibrous !
Homogeneous ,
N B _ _ L N S _
'WBS060GO1 060 6" CONCRETE |Tan [ Teased 5% Chrysotile ’ " 95% Other
: Non-Fibrous < 1% Crocidolite
Homogeneous
I
\WBS286GO1  28624"SOIL  Tan |Teased ) < 1% Chrysotile T o ~100% Other
! Non-Fibrous |
Homogeneous | 7
\WBS2SSGOZ 128624"SOIL  'Tan Teased <1% Ciﬁ?yéotﬁ: - T B 100% Other
j : Non-Fibrous : !
Homogeneous
\WBS286G03 286 24" SOIL Tan " Teased . <1%Chrysotle | 100% Other
: Non-Fibrous :
:Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




NJ ); NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, December 11, 19
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963191

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS286G0O4 286 24" SOIL Tan Teased ' < 1% Chrysotile 100% Other
3 Non-Fibrous | |
Homogeneous ‘
N R o -
WBS286G05 286 24" SOIL 'Tan  |Teased < 1% Chrysotile - 100% Other
Non-Fibrous ‘
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY OFFICIAL ' REGION 6
Region 6 1445 Ross Avenue, Suite 1200
: CHAIN OF CUSTODY RECORD Dallas, Texas 75202-2733
PROJ.NO. |[PROJECT NAME
rdigl [\Wostbanie A<boskos, No.
SAMPLERS: (signature) - &z/ﬁ oF
ﬁm 7- A M/WW CON- REMARKS
RE S TAINERS ' @
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NBS I b \ i A
—Srt st sy ) S EAH T AFE 7]
92 'f “
e 25 |/ 292 WQlkma:}/vMM‘ | /] £ -0 igp)
WES 292 "
oa lefgul 4251/ | A3 Mw‘éwéw{f b/ F - 00/59¢
:ng‘?éi 2B 325\ /] | Ped 4t et I/ # (- 00i443
- 2
col luklieliso |V 286 24" soi [ v + - oolvpy - 7
W85, .
502, (2/9 /9 Vi 206 " sl I W/ # L—-00/¥as
W ! -
403 _|nfq /5t v 280 34" sil LV ¥ (- 00/yay
6 ! ' .
MY 2/3]% v 280 2t seil |V # ¢ -00/Yas
A8L _ .
oS lofy¥| s |V 256 Ay s |V # 6 -00/42%
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-280-0052 203-233-9007 313-663-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 13, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963221

| POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS44401MA! |444 (GRID1)  |Tan  |Teased 2% Chrysotile 5 98% Other
| Non-Fibrous
3 Homogeneous
WBS29301MA1 1293 Tan  [reased "~ | <1% Chrysotile | 100% Other
| Non-Fibrous
i Homogeneous |
‘WBS29302MA1 203 Tan |Teased | 2%Chrysotle | ~ 98%Other
: Non-Fibrous : < 1% Crocidolite ;
Homogeneous |
_ o 1 i I B
WBS29303MA1 293 i“Tan Teased 5% Chrysotile o -  95% Other
Non-Fibrous < 1% Crocidolite
Homogeneous
WBS29304MA1 (293 7 Ta, ' 7 féased 2% Ch)ryson; I © 98% Other
Non-Fibrous < 1% Crocidolite
Homogeneous
,l,, e [ J,i, —_ —_r _ —— _ —_— —_— — — —— —— —
\WBS29305MA1 293 ~ Tan Teased = 2%Chrysofle  98%Other
| Non-Fibrous
'Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered sampies.




Westmoat, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA
609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007

Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

Smyrna, GA Greensbore, NC Houston, TX
404-333-6066 910-297-1487 713-686-3635

Friday, December 13, 1996

Ref Number: TX963221

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE LOCATION APPEARANCE
'WBS29306MA1 [293 ‘Tan " |Teased
\ Non-Fibrous
L Homogeneous

TREATMENT TYPE % FIBROUS

NONASBESTOS
% NONFIBROUS

4% Chrysotile
< 1% Crocidolite

‘ " 96% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Sdlinas
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not respansible far the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

CHAIN OF CUSTODY RECORD qu 63 22//

REGION 6

First International Bldg., 1201 Elm St.

Dallas, Texas 75270

PROJ. NO. JECT NAME

p2065] fucstbart [Bboter - | .

SAMBLERS: (Sighagure) oF
[ A‘f%/:(%/ W/}Uam PN}U‘ con. \ REMARKS
STA. NO. DJiE TIME g % STATION LOCATION p .7/4,[1 ﬁ
A R )R ) =7,
i 590 29% [ 1 b — 00402
e A 192 f / - 00 ldg™
03 potl 1420 [ X - 001 42Y,
st | | |00 [ [X (—00] 148
06:4;22( 1 listo X [ L X p-o014aq
tomet [N/ sz X \/ / >( =00 420

Relinquished by {.’S‘ig7mure)

" | Relinguished by: (Signature) Date / Time ;| Received by: (Signature) Relinquished by: (Signature) Date / Time | Received by: (Signature)
MM / /0/% / %7[
' Date /Time |Received by: (Signature) Relinquished by: (Signature} Date /Time | Received by: (Signature)

Relinquished by: (Signature)

Received fgr
{Si

Date / Time

]

oratory by:

Date /Time

[2-12

Distribution: Original Accompan“B/Shi?w\t/;Copy to Coordinator Field Files

Remarks
«a} L[} 70648 "w /

A= 250682771972

24 for doaon -
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136686810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 13, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963223

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

A

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS27501MA1 275 7 Tan rwgﬁasﬁe’d o i E%ﬁChrysotiIe | 98% Other
| Non-Fibrous ) | < 1% Crocidolite
Homogeneous }
| | i
\WBS27502MA1 275 ITan © |Teased | 10% Chrysotile o ~ 88%Other
! ‘ Fibrous \ 2% Crocidolite
|
\ Homogeneous ‘
_ ] . - . _
WBS27503MA1 275 Tan " Teased 4% Chrysotle ) T %% Other
i !Non-Fibrous : . < 1% Crocidolite f
“Homogeneous ; i !
R S I I
WBS27504MA1 1275 Tan  |Teased | <1%Chysotie | ~ 100% Other
| Non-Fibrous
| Homogeneous
= _ 1 - N D _ L . _
WBS44402MAT |444 Tan  |Teased | 2%Chrysotle . ~ 98%Other
Non-Fibrous
| :Homogeneous ‘L
|
WBS44403MA1 444 "~ ltan Teased | 3%Chrysotle | '  97% Other
i Non-Fibrous ' < 1% Crocidolite
‘ Homogeneous
|




NJ NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Bouston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, December 13, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963223

' POLARIZED LIGHT MICROSCOPY (PLM)

—

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
\WBS26901MA1 269 .‘T;ﬁ - WM‘Teased 7 <1%Chrysotile 100% Other
‘ \
'Non-Fibrous \
i ‘ Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for fayered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

P S
N

—

Carlos D.Salinas Approved
Analyst Signatory
Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY

Region 6

CHAIN OF CUSTODY RECORD

OFFICIAL

TX 963227

REGION 6
1445 Ross Avenue, Suite 1200
Dallas, Texas 75202-2733
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Westmont, NJ Piscataway, NJ Carle Flace, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA G NC X

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, December 16, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963239

| POLARIZED LIGHT MlCROS({QPY]@PM) |

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
wess2 " lvan |teased | <1%Chysotle - 100% Other
Non-Fibrous < 1% Crocidolite
i Homogeneous :
' Jtan [Teased = NomeDetected  100%Other
| 'Non-Fibrous 1 i |
Homogeneous ) J
I T o B P O S - o —
WBS19601MA1 ‘e iTan Teased 2% Chrysotile 98% Other
{Non-Fibrous < 1% Crocidolite
"1 Homogeneous 1
= . i S S R I R . I _ _ . _
\WBS19602MA1 [ 1®¢  |Tan = |Teased ' <1%Chrysotle =~ 100%Other
: Non-Fibrous ; ‘
‘Homogeneous
\WBS19603MA1 [\2&  |Tan  |Teased =~ <1%Chrysotle 100% Other
‘ Non-Fibrous
i Homogeneous | | |
,,,,,,,,,,,,, o . S S R B . i
WBS27101MA1 ~tv “lTan |Teased | 2%GChrysofle |  98%Other
| Non-Fibrous | < 1% Crocidolite 1
Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Sdlinas
Analyst

proved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




X

San Mateo, CA
4155705401

Smyrna, GA NC
404-333-6066 910-297-1487

Monday, December 16, 1996

Ref Number:

Project: 020601 WESTBANK ASBESTOS

Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI
609-858-4800 908.981-0550 516.997-7251 2122900052 2032339007 3136636810
Ecology & Environment, inc.

11550 Newcastle Ave. #250

Baton Rouge, LA 70816
SAMPLE
SAMPLE LOCATION APPEARANCE TREATMENT
\WBS27102MA1 27( Tan T Teased
Non-Fibrous ‘
' Homogeneous |
WBS27103MA1 17T\ Tan  |Teased )
i Non-Fibrous
i Homogeneous
\WBS27104MA1 | 21V " tan Teased
‘ \ Fibrous
\ | Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must ot be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

Sy

ASBESTOS
% TYPE %

4% Chrysotile
< 1% Crocidolite

|
| |
I T

< 1% Chrysotile o

~ 35% Chrysotile

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

713-686-3635

TX963239
NONASBESTOS
FIBROUS % NONFIBROUS
9% Other

100% Other

© 65% Other

Approved
Signatory




ENVIRONMENTAL PROTECTION AGENCY 0«0 %2‘36( REGION 6
Office of Enforcement First International Bldg., 1201 Eim St.

CHAIN OF CUSTODY RECORD Dallas, Texas 75270

PROJ. NO. PROJECT NAME

0200( | WtHhanll ;45 bestos
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Tuesday, December 17, 1996

Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, Mi San Mateo, CA Smyrna, GA Greenshoro, NC
609-858-4300 908.981-0550 5169977251 2122900052 2032339007 3136686810 4155705401 4043336066 910-297-1487
Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number:
POLARIZED LIGHT MICROSCOPY (PLM)
SAMPLE ASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE %
WBS27105MAT 271 ‘Tan Teased "~ None Detected
Non-Fibrous !
\ Homogeneous |
L R [ -
iV\;BS27105MA%T271 B Tan 7 - ili"earsed ) 7?;/0 Chrysotﬂe - o
! ‘ Non-Fibrous
‘ ‘ Homogeneous
‘WBS27107MA1 271 ) Tan Teased < 1% Chrysotile o
Non-Fibrous ‘ < 1% Crocidolite
Homogeneous
WBS27108MAT 271 © Tan Teased <1% Chrysotle |
‘Non-Fibrous < 1% Crocidolite
{ Homogeneous
R _ o I
‘WBS27109MAt 1271 Tan Teased < 1% Chrysotile o
:Non-Fibrous < 1% Crocidolite
Homogeneous
\WBSG0901GR1 609 |Tan  Teased . 2% Chrysotile
| |
‘ ‘ Non-Fibrous ‘ i < 1% Crocidolite
Homogeneous }

1

Houston, TX
713-686-3635

TX263264
NONASBESTOS
FIBROUS % NONFIBROUS
o 100% Other
~ 100% Other

100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

L

Carlos D. S
Analyst

linas

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
£09-858-4800 9089810550 5169977251 2122900052 203:233-9007 3136686810 4155705401 4043338066 910.267-1487 7136863635
Ecology & Environment, Inc. Tuesday, December 17, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963264
" POLARIZED LIGHT MICROSCOPY (PLM)
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
| WBS60902GR1 |609 ~ ITan  [Teased | <1%chysotie | T 100% Other
| I
j } Non-Fibrous
| 1 Homogeneous ‘
‘ R R ) | _ | - o
Wé"ss'wowm’(3"17””' T e Teased 2% Chrysotile | o 98% Other
‘ | Non-Fibrous < 1% Crocidolite |
! Homogeneous
i _ . _
'WBS31702MA1 1317 [Tan ITeased 2% Chrysotile |  98%Other
Non-Fibrous < 1% Crocidolite
Homogeneous
WBS31703MA1 3177 iTan = |Teased | 2%Chrysole |  98% Other
:Non-Fibrous < 1% Crocidolite
Homogeneous
WBS30201MA1 302  Tan " Teased 2% Chrysotile o o ~ 98% Other
: | Fibrous < 1% Crocidolite
i ! | Homogeneous ‘
L e _ I R N I
‘WBS30202MA1 302 Tan  ITeased | 2% Chrysotile ’ 98% Other
Fibrous

"Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

Analyst

Carlos D. Salinas

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greensboro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, December 17, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963264

' POLARIZED LIGHT MICROSCOPY (PLM)

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS30203MA1 302  Tan  |Teased 29% Chrysotile 98% Other
| Non-Fibrous < 1% Crocidolite
i Homogeneous
{ - _ — _—_ [ —
WBS30204MAT 302  Tan Teased | <1%Chysotle | ' 100% Other
Non-Fibrous < 1% Crocidolite :
Homogeneous }
B ] o _ ,
WBS93401MAT 934  [Tan Teased 2% Chrysotile | - T 98%Other
| Non-Fibrous < 1% Crocidolite i
| Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Pra

Carlos D. Salinas
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY
Office of Enforcement

CHAIN OF CUSTODY RECORD

REGION 6
First International Bidg., 1201 Elm St.
Dallas, Texas 75270

“PROJ. NO.

PROJECT NAME

020657 Weetpart,  federlse v
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- \rpa [Heb a0 N4 + 09 [ X b- 0014
ot T o= / I X - polds
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{Sig
/
N

Distribution: Original Accompanies hipn%py to Coordinator Field Files

Religguished by: (Signature) Daje / Time | Received by: (Signature) /Relinquished by: (signature) Date /Time | Received by: (Signature)
/ 13/7@ |7
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Ecology & Environment, Inc.
11550 Newcastle Ave. #250

Manhattan, NY
212-290-0052

Baton Rouge, LA 70816

Westmont, NJ Piscataway, NJ  Carle Place, NY
609-858-4800 908-981-0550 5169977251
SAMPLE

'WBS317GO3 1317

‘WBS916GO1 916
\

/WBS330GO1 330

'WBS330G02 ‘33’6"

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

LOCATION

 POLARIZED LIGHT MICROSCOPY (PLM) |

Seattle, WA
203-233-9007

3136686810

Ann Arbor, MI

San Mateo, CA
415-570-5401

Smyrna, GA
404-333-6066

Houston, TX
713-686-3635

Greensboro, NC
910-297-1487

Thursday, December 19, 1996

Ref Number: TX963288

Project: 020601 WESTBANK ASBESTOS

APPEARANCE

Tan

Non-Fibrous

Homogeneous

:Non-Fibrous

l Homogeneous

i Tan
Non-Fibrous

. Tan
\ Non-Fibrous

Homogeneous

'Homogeneous

SAMPLE

TREATMENT

ASBESTOS
%

TYPE

NONASBESTOS

% FIBROUS

‘ Téésed

-

‘Teased

‘Teased

Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas
Analyst

| <1%cChrysotile

< 1% Crocidolite

|
| I

TQ 1% Chrysotile

I D A B

| < 1% Chrysotile

L

100% Other

100% Other

< 1% Crocidolite \

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Filoor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.

% NONFIBROUS

100% Other




ZNVIRONMENTAL PROTE

TIZN AGENCY

~ s A REGION 6
Region 6 OFFICIAL i 50 3/5/ ©445 Ross Avenue, Suite 1200
CHAIN OF CUSTODY RECCED [ ATvo~ Dalies, Tonas 762022733
AN} N, TPRCITCT NAME / / // / / _,/'
/920@0 /| éS'ﬁ/?ﬂm& Msbetrs | . S /
LERS: [ ooature / \@VL oF / ’
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TIME
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&
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EVA méﬂ h-b01999
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ST IS o) [ | -00 4T

(Signature)

Shipped by:

Airbill Number:

Distribution: White Accompanies Shipment; Pink to Coordinator Field Files;

Green to Report; Yellow Returns with Warrant

Relipguished by: (Signature) Date / Time | Received by: (Signature) [2 {g% Relinquished by: (Signature) Date / Time | Received by: {Signature)
4 12-13-94| 1900 ~ A 030

Relinquished by: (Signaéure) Date / Time Recc’ived by: {SUnarure) Relinquished by: {Signature) Date /Time | Received by: (Signature)

Relinquished by: (Signature) Date / Time |Received for Laboratory by: Date /Time

Remarks - 24 HR T URNARTAND
oLy 2806827155

-~



NJ P NI Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA 0, NC X
6098584800 9089810550 5169977251 2122900052 2032339007 3136686810 4155705401 4043336065 910-297-1487 713-686.3635
Ecology & Environment, Inc. Friday, December 20, 1996
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX963314
- POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS947G01  |44%  Tan  |Teased = | 2%Chrysole - 98%Other
| | Non-Fibrous } < 1% Crocidolite I
| { Homogeneous 1 ‘
I . L I
WBS476G01 | 47 |tan = |Teased ;’/<7'1%a?ysotiie'4 | 100% Other
! ‘ \ Non-Fibrous | :
! | 'Homogeneous \

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Also, "# of Layers" refers to number of separable subsamples.

Carlos D.'Salinas
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




ENVIRONMENTAL PROTECTION AGENCY REGION 6

Region 6 OFFICIAL TK OL 6 83/ y 1445 Ross Avenue, Suite 1200

CHAIN OF CUSTODY RECORD Dallas, Texas 75202-2733

PROJ.NO. |PROJECT NAME

OR060 / W &S%Lﬂ/hé 45A§ﬁ5 NO.
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[{ TAINERS
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N
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